
'ACCEPTED' PRODUCTS LISTING (APL)

K.1.a PCC Admixtures: Air Entrainment - General

00-054
Boral Material Technologies Inc.

Doug Johnson
801 947 1562

Boral Air 405 10/00 

Melissa Garcia @ 210 349 4069, TX (Texas)
Local Rep.:

Product is an air entraining agent for use in portland cement
concrete.

UDOT CSI 1999 Metric Standard
Specification Section 03055, Part 2.7
(AASHTO M 154)

97-319
Boral Material Technologies Inc.

Boral Material Technologies Inc.
303 779 8366

Monex Air 40 10/00 

Melissa Garcia @ 210 349 4069, TX (Texas)
Local Rep.:

Product is and air entraining admixture for use in portland
cement concrete.

UDOT CSI 1999 Metric Standard
Specification Section 03055, Part 2.7
(AASHTO M 154)

99-142
Fritz Pak Corporation

None

Fritz-Pak Super Air Plus 10/00 

Gabriel Ojeda @ 214 221 9494, TX (Texas)
Local Rep.:

Product is a dry powdered air entrainment admixture for
portland cement concrete , packaged in water soluble bags
ready to use.

UDOT CSI 1999 Metric Standard
Specification Section 03055, Part 2.7
(AASHTO M 154)

94-029
Master Builders, Inc.

Master Builders, Inc.
801 963 5716

MB AE 90 10/00 

F.A. McNeal @ 216 831 5500, OH (Ohio)
Local Rep.:

Product is a liquid, ready-to-use, air entrainment admixture
for use in portland cement concrete.

UDOT CSI 1999 Metric Standard
Specification Section 03055, Part 2.7
(AASHTO M 154)
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K.1.a PCC Admixtures: Air Entrainment - General

97-268
Master Builders, Inc.

Tim Bytheway
801 963 5716

MB VR 10/00 

Tony Schlagbaum @ 800 628 9990, OH (Ohio)
Local Rep.:

Product is an air entraining admixture for portland cement
concrete.

UDOT CSI 1999 Metric Standard
Specification Section 03055, Part 2.7
(AASHTO M 154)

97-089
W. R. Grace

Craig Nelson
303 296 9033

Daravair AT 60 10/00 

Craig Nelson @ 617 876 1400, ME (Maine)
Local Rep.:

Product is as a liquid air entraining admixture for portland
cement concrete.

UDOT CSI 1999 Metric Standard
Specification Section 03055, Part 2.7
(AASHTO M 154)

95-076
W.R. Grace & Co.

W.R. Grace & Co.
801 773 9427

Daravair 1000 10/00 

  @ 617 876 1400, MA (Massachusetts)
Local Rep.:

Product is a liquid air-entraining agent for portland cement
concrete.

UDOT CSI 1999 Metric Standard
Specification Section 03055, Part 2.7
(AASHTO M 154)

Published by: UDOT Research Division,
4501 South 2700 West, Salt Lake City, UT 84114-8410
Log on to www.dot.state.ut.us/res 
to view and download this listing from the Internet.

Publication date: December 20002
'Accepted' Products Listing (APL)

Vendor Certifies 
Compliance With:

Product Description and 
Manufacturer Suggested Use

Rev. Date

Contact Reference
Product Trade Name / ManufacturerID # [X-File #]

CATEGORY


